


 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Appendix A 
Chain of Custody Forms 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



Chain of Custody

Tyler Baker

Tennessee Valley Authority

TVA Chickamauga Power Service Center

4601 N. Access Road

Chattanooga, TN 37415  United States

Main: 423-876-6733

RJLee Group, Inc.

350 Hochberg Road

Monroeville, PA 15146  United States

Main: 724-325-1776 Fax: 724-325-1775

Relinquished To:Received From:

RJ Lee Group Work Order #: AOH1053456-0

Project Name/Case #: John Sevier Fossil Plant/426800

Supersedes: Form FOR-002A Rev. 03Original Issue: 09/16/2005

Effective Date: May 2014

Approved By: Quality Assurance

Form A FOR.002.4

Page 1 of  2

Sample ID Client Sample ID Date Received

10474216 JSF-SED-HR01-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474217 JSF-SED-HR01-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474218 JSF-SED-HR02-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474219 JSF-SED-HR02-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474220 JSF-SED-HR03-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474221 JSF-SED-HR03-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474222 JSF-SED-HR04-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474223 JSF-SED-HR04-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474224 JSF-SED-HR05-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474225 JSF-SED-HR05-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474226 JSF-SED-HR06-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474227 JSF-SED-HR06-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474228 JSF-SED-HR07-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474229 JSF-SED-HR07-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474230 JSF-SED-HR08-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474231 JSF-SED-HR08-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474232 JSF-SED-HR09-CORLB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474233 JSF-SED-HR09-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

10474234 JSF-SED-HR06-DUP01-20190403 04/05/2019 8:55 AM EDT

10474235 QC_JSF-SED-HR05-CORRB-0.0/0.5-20190403 04/05/2019 8:55 AM EDT

350 Hochberg Road, Monroeville, PA 15146

Phone: (724) 325-1776 | Fax: (724) 733-1799Apr 05, 2019 2:50 PM EDT Page 1 of 2

revised COC appended to laboratory report



Received From:Tyler Baker Method of Shipment: Federal Express

Company:Tennessee Valley Authority Date: 04/05/2019

Received By: Monica Carse Package Condition Upon Receipt: Sealed

Company:RJ Lee Group, Inc. Date: 04/05/2019

Relinquished Method of Shipment:

Company: Date:

Package Condition Upon Receipt:

Company: Date:

Received By:

Relinquished Method of Shipment:

Company: Date:

Received By: Package Condition Upon Receipt:

Company: Date:

350 Hochberg Road, Monroeville, PA 15146

Phone: (724) 325-1776 | Fax: (724) 733-1799Apr 05, 2019 2:50 PM EDT Page 2 of 2









 

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Appendix B 
Mineral Identification Report 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



Mineral Identification 

Polarized Light Microscopy (PLM) Laboratory Report 

Roy Quinn 

TVA Cumberland Fossil Plant 

815 Cumberland City Road 

Cumberland City , TN 37050  United States 

Email: jrquinn@tva.gov 

Main: 423-751-3753 

Report Date: 

Sample Received Date: 

Purchase Order: 

Customer COC:  

RJLG Project: 

Analytical Method: 

04/11/2019 

04/05/2019 

AOH1053456-0 

4831083 

Fly Ash Determination by PLM 

JSF_SED_20190403_1C 

Date      

Collected 

Area % 

Fly Ash 

Date      

Analyzed 

Customer           

Sample # : Comments RJLG ID 
Non-Fly Ash 

Components 
JSF-SED-HR01-CORLB-0

.0/0.5-20190403 
04/10/2019 10474216 04/03/2019 8% Brown sediment Clay 

Misc. Silicates 
Organic Particulate 
Quartz 

JSF-SED-HR01-CORRB-

0.0/0.5-20190403 
04/10/2019 10474217 04/03/2019 4% Brown sediment Clay 

Opaques 
Quartz 

JSF-SED-HR02-CORLB-0

.0/0.5-20190403 
04/10/2019 10474218 04/03/2019 4% Brown sediment Clay 

Opaques 
Quartz 

JSF-SED-HR02-CORRB-

0.0/0.5-20190403 
04/10/2019 10474219 04/03/2019 6% Brown sediment Clay 

Opaques 
Quartz 

JSF-SED-HR03-CORLB-0

.0/0.5-20190403 
04/10/2019 10474220 04/03/2019 4% Brown sediment Clay 

Mica 
Misc. Silicates 
Opaques 

JSF-SED-HR03-CORRB-

0.0/0.5-20190403 
04/10/2019 10474221 04/03/2019 2% Brown sediment Clay 

Opaques 
Quartz 
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Date      

Collected 

Area % 

Fly Ash 

Date      

Analyzed 

Customer           

Sample # : Comments RJLG ID 
Non-Fly Ash 

Components 
JSF-SED-HR04-CORLB-0

.0/0.5-20190403 
04/10/2019 10474222 04/03/2019 6% Brown sediment Clay 

Organic Particulate 
Quartz 
Coal 

JSF-SED-HR04-CORRB-

0.0/0.5-20190403 
04/10/2019 10474223 04/03/2019 1% Orange-brown sediment Clay 

Mica 
Misc. Silicates 

JSF-SED-HR05-CORLB-0

.0/0.5-20190403 
04/10/2019 10474224 04/03/2019 8% Brown sediment Clay 

Opaques 
Quartz 
Coal 

JSF-SED-HR05-CORRB-

0.0/0.5-20190403 
04/11/2019 10474225 04/03/2019 3% Brown sediment Clay 

Mica 
Quartz 
Coal 

JSF-SED-HR06-CORLB-0

.0/0.5-20190403 
04/11/2019 10474226 04/03/2019 6% Brown sediment Clay 

Mica 
Quartz 

JSF-SED-HR06-CORRB-

0.0/0.5-20190403 
04/11/2019 10474227 04/03/2019 5% Brown sediment Clay 

Mica 
Quartz 
Coal 

JSF-SED-HR06-DUP01-2

0190403 
04/11/2019 10474234 04/03/2019 2% Brown sediment Clay 

Organic Particulate 
Quartz 

JSF-SED-HR07-CORLB-0

.0/0.5-20190403 
04/11/2019 10474228 04/03/2019 6% Brown sediment Clay 

Mica 
Quartz 

JSF-SED-HR07-CORRB-

0.0/0.5-20190403 
04/11/2019 10474229 04/03/2019 3% Brown sediment Clay 

Mica 
Quartz 
Coal 
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Date      

Collected 

Area % 

Fly Ash 

Date      

Analyzed 

Customer           

Sample # : Comments RJLG ID 
Non-Fly Ash 

Components 
JSF-SED-HR08-CORLB-0

.0/0.5-20190403 
04/11/2019 10474230 04/03/2019 2% Brown sediment Clay 

Mica 
Misc. Silicates 

JSF-SED-HR08-CORRB-

0.0/0.5-20190403 
04/11/2019 10474231 04/03/2019 5% Brown sediment Clay 

Mica 
Quartz 

JSF-SED-HR09-CORLB-0

.0/0.5-20190403 
04/11/2019 10474232 04/03/2019 5% Brown sediment Clay 

Mica 
Organic Particulate 
Quartz 

JSF-SED-HR09-CORRB-

0.0/0.5-20190403 
04/11/2019 10474233 04/03/2019 7% Brown sediment Clay 

Mica 
Quartz 

QC_JSF-SED-HR05-COR

RB-0.0/0.5-20190403 
04/11/2019 10474235 04/03/2019 6% Brown sediment NA 
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 * Samples will be returned to client immediately upon the release of final report. 
 * These results are submitted pursuant to RJ Lee Group’s current terms and conditions of sale, including the company’s standard warranty and limitation of liability provisions. No responsibility or liability is 

assumed for the manner in which these results are used or interpreted. 

 * This test report relates to the items tested. 

 * Any reproduction of this document must include the entire document in order for the report to be valid. 
 * This report may not be used to claim product endorsement by NVLAP Lab Code 101208-0 or any agency of the U.S. Government. 

 * Sample(s) for this project were analyzed at our: Monroeville, PA (AIHA # 100364, NVLAP # 101208-0, NY ELAP # 10884) facility. 

 * If RJ Lee Group, Inc. did not collect the samples analyzed, the verifiability of the laboratory’s results is limited to the reported values. 

 * For the purposes of this method, Fly Ash is defined as any particle consistent with Coal Ash. 
 * The method reporting level is 1% and anything <1% is considered a not-detected. 

 

Quartz – Angular anisotropic particulate with low relief. 

Feldspar – Angular to blocky anisotropic particulate, low to moderate relief, biaxial, can have polysynthetic twinning. 
Clay – Sheet silicates with polycrystalline or display non-uniform extinction with low to moderate relief, and zero to low birefringence.  Clay also refers to particles that are less than 2.0 microns. 

Opaques – Opaque is a generic term for a particle that does not transmit light.  Opaque minerals are distinguished from opaque bottom ash based on morphology of fracture. 

Fly Ash – Isotropic to opaque spheres, agglomeration of spheres, and angular ash particles. 

Organic Particulate – Pollen, plant and insect matter, and carbonaceous matter. 
Carbonates – High birefringent, can be rhombohedral, with high relief. 

Diatoms – Silica rich isotropic particles with various morphologies. 

Mica – Sheet silicate with moderate to high relief and low birefringence, mono-crystalline, and normal extinction. 

Miscellaneous  Silicate – Isotropic and anisotropic silicates, with low to high relief, identification unsure and beyond the scope of the method to identify. 
Amphibole – Elongated anisotropic particulate with moderate to high relief. 

Coal – Irregular to angular particles with moderate opacity, edges and thin particles are reddish brown in color. 

<1% Fly Ash – Fly Ash observed, none counted. 

ND – No Fly Ash detected.  
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Disclaimer Notes 
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